UN38.3 Lithium Battery(Cell) Test Summary
UN38.3 4L e it (FEL ) i B i

No. : RZUN2018-1279-TS

Cell or Battery Information Hiiti/H:8E &

JB TR T R/ A, U EON

Name %% Fx: Rechargeable Lithium-ion Polymer Battery/4l 2 &4 F.ith Other Physical Description:
Type/Model %15 | PT312538 3.7V 250mAh 0.925Wh HEARHHIA -

Color Fifh: Silver/#i

Shape F2IR: Prismatic/#

Completed Battery/Cell Mass 5 64

e/ 5 A R i %9

X Belongs to Lithium-ion Battery, the Wh rating is 0.925Wh

[l

Belongs to Lithium metal Battery, the Lithium content is
BTSRRI/, #EREERN

Manufacturer Information &= &

Manufacturer: | Guangdong Pow-Tech New Power Co., Ltd.

il A 7 - RSB REVEA PR A 7

Address: No.9, HengDong 3 Road,Hengkeng Shiling Industry Zone , Liaobu Town, Dongguan
Hidik: RENFPHEBYUAR T XA =% 9%

Telephone Hiif:

0769-83527566 | Email HHE: | chris.wang@szpowtech.com.cn

Website FiL:

WWW.SZpOWtECh.COI’n.Cn

Laboratory Information KR =15 2

Laboratory: Vkan Certification & Testing Co., Ltd.

P56 =5 A AR A PR 2 7]

Address: No.3,Tiantaiyi Road, Kaitai Avenue, Science City, Guangzhou P. R. China.
Hidik: TN T REEOT R KIE RS 3 5

Tel #1ifi: | 86-020-32293888 | Email Hiif:

| office@cvc.org.cn | Website Fhk: | http://www.cve.org.cn

UN38.3 Test conducted and results UN38.3 RI&TH H f4s R

Test Report ID kil 4R 75 4 5

. | RZUN2018-1279 Date of Test Report rfiliit 5 %% F1: | 2018-04-27

Manual of Test and Criteria version / amendment:

I8 ANRRAE T RRAS S BT R

ST/SG/AC.10/11/Rev.6/Section 38.3

List of Tests Completed CERKIRK I E i 8

Test Items Pass | Fail | Reference to assembled battery testing requirement:
R4 T H BT | R | RT A HIb RIS B

[XI T1 Altitude Simulation 53 Kl X | [ 5q | Not applicable

XI T2 Thermal Test il X H AiE

X] T3 Vibration #z3/] X ] ] Applicable, reference to 38.3.3 (f)

X] T4 Shock X L] AT 38.3.3 (f)

X T5 External Short Circuit /b5 H | X ] ] Applicable, reference to 38.3.3 (Q)

X T6 Impact/ Crush &7/ #% /& D L] T 38.3.3(q)

X] T7 Overcharge i 7¢ it X [] | Other executive standards/HAth AT FRAE:-

X] T8 Forced Discharge &l i Fi X L]

Note: The test results of this summary are only valid for the tested samples listed in test report RZUN2018-1279.
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Title/ER%S:
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